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Abstract 

Hybrid organic-inorganic perovskites (HOIPs) have emerged as promising materials for optoelectronic 
applica�ons, yet gaining control over their structural and electronic tunability remains a key challenge. 
In this study, we introduce 7H-dibenzo[c,g]carbazole (DBCz) as a novel electroac�ve organic ca�on that 
enables the forma�on of two dis�nct low-dimensional hybrid metal halides: a conven�onal 2D 
perovskite structure, (DBCz)2PbI4, and a previously unreported layered perovskite analogue structure 
with edge-sharing octahedra, DBCzPbI3. The edge-sharing phase represents a new structural mo�f 
within the hybrid metal halide family. Both materials exhibit a type-II band alignment, facilita�ng 
ultrafast photoinduced hole transfer from the inorganic to the organic layer. Using transient absorp�on 
spectroscopy, we iden�fy the forma�on of DBCz-based hole polarons in both phases, and uniquely 
observe the charge-transfer-induced forma�on of triplet states and room-temperature coherent 
phonons for the perovskite analogue phase. These findings highlight the role of molecular design in 
controlling excited-state dynamics and exciton–la�ce interac�ons in hybrid metal halides. 

Introduc�on 

Hybrid organic-inorganic perovskites (HOIPs) are currently in the spotlight for optoelectronic 
applica�ons, such as solar cells, photodetectors, lasers, and LEDs.1-4 In recent years, the interest in the 
sub-class of 2D layered HOIPs has increased due to their inherently enhanced environmental stability, 
as compared to their 3D analogues, and their high structural and composi�onal flexibility.3 The organic 
ammonium ca�on used for the forma�on of 2D HOIPs can be selected from a large poten�al pool of 
molecules.5 In most cases, the organic ca�on does not directly contribute to the op�cal or electronic 
proper�es of the hybrid.6-8 In contrast, the use of so-called electroac�ve organic ca�ons has recently 
gained prominence.7, 8 When commonly used organic ca�ons, such as butylammonium (BA) or 
phenylethylammonium (PEA), are incorporated, a type-I electronic level alignment is obtained between 
the organic and inorganic components (i.e. the fron�er energy levels of the organic ca�on are far 
removed from the band edges of the inorganic framework).  



In such a case, the charge carriers are confined within the inorganic framework. With proper molecular 
design, electroac�ve organic ca�ons can result in the forma�on of a type-II band alignment, one of the 
levels of the organic intercala�ng within the band gap of the inorganic frame. Over the years, a number 
of studies have explored the use of electroac�ve organic ca�ons in order to tune proper�es such as 
charge transfer, energy transfer, exciton binding energy, and charge transport.7 Examples include 
carbazole (Cz)6, 9-14, pyrene15-21, oligothiophene deriva�ves22-26, tetrazine27, and naphthalenediimide28-

31. 

Carbazole (Cz) is one of the more prominent organic cores used as an electroac�ve organic ca�on,6, 9-14 
which has also been shown to significantly enhance the environmental stability of the resul�ng 2D 
HOIP.6, 10, 11 Previous work has demonstrated that electronic coupling occurs between the carbazole 
layer and the inorganic layer, with the forma�on of an organic-inorganic charge-transfer state, and that 
the out-of-plane mobility is enhanced for thin films of Cz-containing 2D HOIPs in comparison to a PEA-
containing 2D HOIP.6 However, to the best of our knowledge, the crystal structure of a hybrid metal 
halide compound containing a carbazole deriva�ve has not been reported yet despite intensive efforts. 
This compara�ve lack of structural insights complicates the formula�on of detailed structure-property 
rela�onships. The growth of single crystals (SCs) is generally required to obtain the crystal structure via 
single-crystal X-ray diffrac�on. To tackle this challenge, we hypothesized that structurally modifying Cz 
via the extension of the conjugated system to obtain 7H-dibenzo[c,g]carbazole (DBCz), should alter the 
weak interac�ons between the molecules as well as modify their solubility in polar apro�c solvents so 
as to poten�ally facilitate crystal growth while maintaining the desired type-II band alignment. 

In this work we show that besides the typical 2D HOIP with an A2PbI4 stoichiometry, another low-
dimensional phase with APbI3 stoichiometry can also be selec�vely obtained selec�vely in 
polycrystalline thin films of lead iodide–based hybrid metal halides containing an electroac�ve DBCz 
organic ca�on. Single crystals of the APbI3 phase were successfully grown, and the crystal structure was 
resolved. The resul�ng crystal structure is that of a hybrid material with 2D metal halide layers 
consis�ng of distorted edge-sharing octahedra in a corrugated network separated by a bilayer of the 
DBCz organic ca�ons. To the best of our knowledge, no metal halide framework (MHF) with the same 
octahedral connec�vity has been reported in the literature so far (based on the CCDC database). As the 
MHF does not consist of metal halide octahedra connected to 4 neighbors via corner-sharing and is 
solely connected to its neighbors via an edge-sharing patern, the compound is not a 2D perovskite, 
but it can be classified broadly as a hybrid metal halide or more specifically as a perovskite analogue.32-

35 We present a detailed study of the op�cal proper�es of the lead iodide-based hybrid metal halides 
containing an electroac�ve DBCz organic ca�on, based on steady-state absorp�on and emission 
spectroscopy, as well as transient absorp�on spectroscopy. Similar to the Cz 2D perovskite,6 both the 
2D perovskite ((DBCz)2PbI4) as well as the perovskite analogue (DBCzPbI3) containing the DBCz ca�on 
show clear indica�ons of photoinduced hole-transfer from the inorganic framework to the organic 
ca�on. Despite the similar ini�al ultrafast charge transfer, the crystal structure has a pronounced effect 
on the subsequent carrier recombina�on dynamics and exciton–phonon coupling. Photoinduced 
charge transfer leads to the forma�on of triplets localized on DBCz only in DBCzPbI3, but not in 
(DBCz)2PbI4. Finally, the unique edge-sharing lead-halide octahedral connec�vity in DBCzPbI3 gives rise 
to a substan�al Herzberg–Teller type exciton–phonon coupling, as revealed by picosecond room-
temperature phonon coherences. 

Results and discussion 

The synthesis of the DBCz-based alkyl ammonium salt is described in detail in the Supplementary 
Informa�on. In our previous work, the synthesis of Cz-based alkyl ammonium salts was reported, and 



the same 4-step synthesis route (alkyla�on, Gabriel synthesis, salt forma�on) was used to synthesize 
DBCz-C5-NH3I, abbreviated as DBCzI (Scheme 1).10  

We selected the longest alkyl tail length that was previously used for Cz,6 a length of 5 CH2 groups (C5), 
due to the bulkiness of the DBCz core. 
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Scheme 1. Synthesis route to obtain the DBCz-based ammonium iodide salt. 

To demonstrate that the structural modifica�on of carbazole results in altered weak interac�ons 
between the molecules, we atempted to grow single crystals. A crystal growth technique based on 
an�-solvent vapor diffusion36-38 was used (described in detail in the SI), resul�ng in the forma�on of 
thin yellow platelets. As we ini�ally postulated, the structural modifica�on of Cz with two addi�onal 
benzene rings has a significant impact on the solubility in gamma butyrolactone. A simple solubility 
experiment showed that the solubility limit of the precursor was more than halved when DBCz is used 
in comparison to a Cz-based precursor solu�on (Table S2). Upon structure resolu�on, it becomes 
apparent that the crystal structure of this novel DBCz-based compound is markedly different from that 
of a regular 2D HOIP. The obtained crystal structure shows a 2D layered structure (Fig. 1b, 1c), but it 
does not have the characteris�c corner-sharing octahedra connec�vity, typical of a 2D HOIP.5 Instead, 
the inorganic network consists of a 2D corrugated framework built up out of dimers of edge-sharing 
distorted PbI6 octahedra (Fig. 1b). The ammonium head groups of the DBCz ca�ons penetrate into the 
cavi�es created by 6 connected edge-sharing octahedra, forming hydrogen bonds with the iodide 
atoms of three of these octahedra (Fig. S1a). The stoichiometry also differs from that of a 2D HOIP, as 
the structural formula of this phase is ABX3. For these reasons, this material can be categorized under 
the family of low dimensional perovskite analogues. To further highlight the unique distor�on 
characteris�cs of the new material, we have calculated the average bond length distor�on (Δd) and the 
average bond angle variance (σ2) according to the formulas provided by Mitzi et al.39  Values of 139.54 



10-5 and 201.7 are found for Δd and σ2, respec�vely. In comparison to other typical corner-shared 
octahedral lead-iodide-based 2D HOIPs, these values are significantly higher, indica�ng a pronounced 
structural distor�on (Fig. S2 and S3). 

Despite our best efforts and the u�liza�on of different crystal growth methods, we have been unable 
to obtain crystals of any other phase besides this edge-sharing phase. With the inten�on of studying 
the impact of the novel arrangement of the inorganic network on the photophysical proper�es in 
comparison to the more common 2D HOIP inorganic framework, we atempted to exert influence over 
the forma�on process of both compounds in the form of thin films.  

We found that, via spincoa�ng, we were able to control the forma�on process. We were able to 
selec�vely synthesize (DBCz)2PbI4 thin films as well as DBCzPbI3 thin films (Fig. S4). More specifically, 
while varying the precursor stoichiometry (DBCzI to PbI2 ra�o) did not yield different results during the 
crystal growth process, always forming the edge-sharing phase, tuning the precursor stoichiometry is 
crucial to obtain phase-pure thin films via spin-coa�ng. We hypothesize that the preferen�al forma�on 
of crystals of DBCzPbI3 over those of (DBCz)2PbI4 through various crystal growth methods is related to 
the very bulky DBCz molecules, which expectedly put a lot of strain on a 2D framework of a fully corner-
sharing inorganic framework.40 The possibility of forming a 2D HOIP via thin film processing, while a 
different phase is consistently formed in single crystal growth experiments using the same organic 
ca�on, has been previously reported in the literature.37, 41 While spin coa�ng is a very rapid deposi�on 
and crystalliza�on process that even allows for the forma�on of kine�c products, crystal growth is a 
compara�vely much slower process that generally favors the forma�on of the thermodynamically 
preferred product.42 

The synthesis of (DBCz)2PbI4 and DBCzPbI3 thin films was achieved by spincoa�ng the precursor solu�on 
comprising stoichiometric ra�os of DBCzI and PbI2 onto quartz substrates. In order to obtain phase-
pure thin films of both phases, regular hot-plate annealing did not suffice, and a combina�on of hot-
plate and solvent vapor annealing with DMSO was required (Fig. S5).43 The detailed procedure is 
described in the SI. As reported before by some of the authors for a 2D HOIP containing a 
benzothienobenzothiophene (BTBT) deriva�ve as the organic ca�on, the DMSO solvent vapor is 
hypothesized to increase the mobility of the ions—and especially that of the bulky organic ca�on—
during the annealing procedure which is required for the forma�on of a highly crystalline thin film with 
such a bulky organic ca�on. When a 2:1 ra�o of DBCzI/PbI2 in the precursor was used with the op�mal 
processing condi�ons (Table S1), the UV-vis absorp�on spectrum shows an excitonic peak at 505 nm 
(Fig. 1d), which is characteris�c for a 2D lead iodide HOIP.38, 44 The diffrac�on patern of the 
corresponding thin film reveals a series of equally spaced reflec�ons typical for thin films of 2D HOIPs 
with a strong preferen�al horizontal orienta�on.44 An interplanar spacing of 29.2 Å is obtained (Fig. 1e), 
which is close to the length of two fully extended DBCzI molecules (28.4 Å), indica�ng the presence of 
a typical bilayer of organic ca�ons in between the inorganic layers.  

When spincoa�ng a precursor solu�on with DBCzI and PbI2 in a 1:1 molar ra�o, to obtain an ABX3 
stoichiometry, thin films of the corresponding edge-sharing phase could also be obtained when solvent 
vapor annealing with DMSO was applied (Table S1, Fig. S6). In the absorp�on spectrum, the excitonic 
peak of DBCzPbI3 appears at a shorter wavelength (399 nm/3.1 eV) compared to (DBCz)2PbI4 
(505 nm/2.45 eV). As the absorp�on peak of the DBCz π-conjugated spacer lies at 375 nm (see Fig. 1d), 
the 399 nm signal from DBCzPbI3 can be safely associated with the lead-iodide frame. It is blue shi�ed 
by 0.65 eV compared to the 2D HOIP frame, reflec�ng changes in the lead-iodide octahedral 
connec�vity. Indeed, it has been shown in the literature that a lead iodide framework with edge-sharing 
octahedra results in a wider bandgap than an equivalent corner-sharing framework.45 In the XRD 
patern, there is a clear shi� of the reflec�ons to a higher 2θ value (Fig. 1e). An interplanar spacing of 



22.0 Å is obtained. This smaller interplanar spacing is corroborated by the crystal structure of DBCzPbI3, 
as the organic ca�ons are stacked in a sideways manner (Fig. S1b), differing from the typical bilayer that 
is expected for the 2D HOIP. 

We observe strongly quenched photoluminescence for (DBCz)2PbI4 as well as DBCzPbI3 (Fig. 1d) thin 
films. Whereas in both phases the Wannier exciton emission localized on the PbI-framework is fully 
quenched, a broad red emission band is observed for DBCzPbI3, which overlaps with the red shoulder 
in the DBCzI salt emission spectrum (500–800 nm). We will revisit the assignment of this emission band 
at a later stage. 

 

 

Figure 1. (a) Molecular structure of DBCzI with numbering of the carbon atoms of the DBCz core. (b 
and c) Crystal structure of DBCzPbI3 without H-atoms and without posi�onal disorder of the alkyl chains 
(for clarity) with the packing down the c-axis and the a-axis, respec�vely. (d) Normalized UV-Vis 
absorp�on spectra (solid lines) and PL spectra (dashed lines) of thin films of the DBCz-based 
ammonium iodide salt (black), (DBCz)2PbI4 (blue) and DBCzPbI3 (orange). PL spectra were collected at 
room temperature a�er excita�on at 300 nm, 350 nm, and 350 nm, respec�vely. The inset contains a 
zoom-in of the PL spectra of (DBCz)2PbI4 and DBCzPbI3 between 450 and 800 nm. (e) Normalized XRD 



paterns of the thin films of (DBCz)2PbI4 (blue) and DBCzPbI3 (red). The structural features of DBCzPbI3 

are highlighted with a red asterisk in the inset. 

Electronic level alignment 

Earlier work indicated that a Cz-based 2D HOIP possesses a type II electronic alignment. Specifically, 
the HOMO level of carbazole lies above the valence band maximum of its corresponding inorganic 
perovskite framework.6 With the aim of comparing the energy levels of DBCz with those of Cz and 
verifying that the alignment rela�ve to that of a typical 2D lead iodide perovskite inorganic framework 
remains unchanged, cyclic voltammetry (CV) was u�lized. Note that CV measurements directly on the 
ammonium iodide salts are not reliable due to interference from the redox reac�ons of the iodide 
anion.22 To determine reliable oxida�on and reduc�on poten�als of the DBCz and Cz organic cores, the 
nitrogen atoms of both molecules were protected with a propyl group since unsubs�tuted nitrogen 
atoms are sensi�ve to oxida�on.46  

Furthermore, the presence of an alkyl chain also ensures decent solubility without significantly 
influencing the energy levels. The HOMO levels of Cz and DBCz were determined to be -5.69 and -5.60 
eV respec�vely (Fig. S7, Table S4), indica�ng that the extension of the conjugated system has a minor 
influence on the posi�on of the HOMO level. We note that the op�cal bandgap shrinks from 3.51 eV 
for Cz to 3.28 eV for DBCz, so the extension of the conjugated system mainly affects the LUMO level for 
these molecules. Therefore, given the higher HOMO energy of DBCz rela�ve to Cz, (DBCz)2PbI4 is 
expected to exhibit a type II band alignment, similar to that of (Cz-Cx)2PbI4. 

Due to difficulty in obtaining single crystals of (DBCz)2PbI4 suitable for single-crystal X-ray diffrac�on 
experiments, we employ a computa�onal approach to inves�gate the structural proper�es of this 
system. Using periodic density func�onal theory (DFT), performed at the PBE-D3/pobTZVP level using 
Stutgart small-core effec�ve core pseudo-poten�als for lead and iodine atoms, we obtain a structural 
model exhibi�ng a PXRD patern in good agreement with what is observed experimentally, as illustrated 
in Fig. S8.47-49 As shown in Fig. S9, the organic ligands of (DBCz)2PbI4 exhibit a more upright orienta�on 
in the obtained op�mized crystal structure than the perovskite analogue DBCzPbI3 system, consistent 
with the expecta�ons for the bilayer of the 2D phase. Further examina�on of the electronic structure 
for this model (vide infra) confirms that the (DBCz)2PbI4 system studied here exhibits a type II alignment 
of the electronic states (Fig. S10). 

While the alignment of corner-sharing 2D HOIP systems has been studied in detail in the literature, 
there exists no such clear precedent for 2D hybrid perovskite analogue systems with an edge-sharing 
mo�f.50 Thus, to further elucidate the energe�c alignment, we performed periodic DFT calcula�ons for 
DBCzPbI3, using the hybrid PBE0 poten�al for the descrip�on of the exchange and correla�on energy, 
with 30% HF exchange energy, together with Spin-Orbit Coupling (SOC) correc�ons. Though a recent 
work points out the importance of properly accoun�ng for the different dielectric screening in the 
inorganic and organic components to model the electronic proper�es of 2D halide perovskites,51 the 
present level of theory was shown to sa�sfactorily predict the electronic band gap of 2D HOIPs, in the 
presence of electronically inert spacers.52 For DBCzPbI3, we indeed find a type II alignment, with an 
offset between the molecular HOMO and inorganic valence band maximum (VBM) of 0.92 eV, as well 
as an offset of the molecular LUMO and inorganic conduc�on band minimum (CBM) of 1.40 eV, as 
depicted in Fig. 2. Our calcula�ons predict a single par�cle electron band gap for DBCzPbI3 of 3.9 eV, 
which is consistent (though likely overes�mated by the DFT calcula�on) with the 3.1 eV op�cal band 
gap measured experimentally accoun�ng for excitonic effects, with exciton binding energies which can 
amount to 0.5 eV in 2D and 1D HOIPs.53 54 



Interes�ngly, the calcula�ons point out that the fron�er electronic states are pure states of the 
inorganic or organic frame. In other words, no state mixing is observed in the DBCzPbI3 case, in contrast, 
for instance, to recent findings for 2D HOIPs incorpora�ng pyrene deriva�ves as spacers.21 The band 
structure of DBCzPbI3 (computed at the PBE+SOC level due to the computa�onal limita�ons for a unit 
cell with a large amount of atoms), reveals an indirect band gap for the inorganic frame, with the CBM 
located at Γ, and the VBM located in the middle of the ΓY path (Fig. S11). On the other hand, as the 
bands are rather flat, the lowest energy direct transi�on falls at Γ and is only 0.1 eV higher in energy. 
Furthermore, group-theory based symmetry analysis reveals that this lowest-energy VBMCBM direct 
transi�on at Γ is symmetry-forbidden (Supplementary Note 1). However, a bright direct VBMCBM+1 
transi�on is also present, which lies only 40 meV above the dark one and dominates the op�cal 
absorp�on. 

Type II band alignment may lead to photoinduced charge transfer, which reduces the radia�ve decay 
probability of excitons, due to poten�al spa�al separa�on of the electron and hole. This is consistent 
with the strongly quenched photoluminescence in (DBCz)2PbI4 as well as DBCzPbI3 (Fig. 1d), reminiscent 
of the Cz-based 2D perovskite (Cz-C3)2PbI4 in earlier work.6  

 

Figure 2. Projected density of states for DBCzPbI3 (top) and electronic isosurfaces of the valence band, 
HOMO, and conduc�on band (botom), calculated at the PBE0+SOC level of theory, including 30% HF 
exchange energy. Contribu�ons from organic and inorganic components are illustrated with blue and 
red traces, respec�vely, while the total density of states is visualized in black. Discrete electronic states 
are visualized as black bars. Band energies are normalized to the system highest occupied crystalline 
orbital (HOCO). 

Photoinduced charge transfer 

We turn to transient absorp�on (TA) spectroscopy to explore photoinduced charge transfer and 
recombina�on mechanisms in both phases. TA spectroscopy does not rely on bright emi�ng species, 
since the op�cal pump-induced changes in absorp�on are probed. We start our discussion with the 2D 



HOIP, DBCz2PbI4. Photoinduced charge transfer, favored by the energe�c alignment (vide supra) is 
expected to result in the forma�on of polaronic species on the organic layer (which can be described 
as radical ca�ons) with a characteris�c absorp�on profile. With a 490 nm pump, the PbI4

2- subla�ce is 
selec�vely excited—from here on loosely referred to as PbI*—without any contribu�on from direct 
DBCz absorp�on (Fig. S12). The PbI* ground-state bleach (GSB, posi�ve ∆T/T) centered around the 
band edge (500 nm) is commonly observed for 2D HOIPs. The bleach feature is sandwiched by two 
perovskite-inherent photoinduced absorp�on (PIA) features that have been associated with hot carrier 
cooling and band-gap renormaliza�on.55 Next to these features that are expected for any 2D HOIP, a 
broad photoinduced absorp�on (PIA, nega�ve ∆T/T) appears around 600–850 nm (Fig. 3a and 3b).  

Based on the spectral similarity to the propyl-DBCz hole polaron absorp�on spectrum measured by 
oxidising propyl-DBCz in DCM with FeCl3 (black line),11 we assign this broad PIA to the DBCz radical 
ca�on (DBCz+·) absorp�on formed through ultrafast (<200 fs; below the temporal resolu�on of our 
instrument) hole transfer from PbI*. The hole polaron spectrum in solu�on (Fig. S13) also reveals a 
strong absorp�on peak at 485 nm, which is outside of our TA probe range. However, the strong PIA at 
470 nm might s�ll have contribu�ons from this DBCz+· transi�on. The DBCz GSB is observed between 
375–410 nm due to charge-transfer-induced depopula�on of the DBCz ground-state. 

The differences between the hole polaron absorp�on bands of the oxidized solu�on propyl-DBCz and 
photoexcited DBCz2PbI4 can reasonably be ascribed to differences in the environment (dielectric 
constant) and the packing of the DBCz molecules inside the organic layer of the hybrid (solid state) 
compared to the solu�on. Addi�onal NMR measurements confirm that in solu�on, the hole polaron is 
formed a�er oxida�on without structural changes or without the forma�on of new side products (Fig. 
S14).56 Furthermore, we uncover that the hole polaron is mainly localized on the posi�on labeled as 5 
(and the iden�cal posi�on on the other half of the π-system, due to the symmetrical nature of the 
molecule) in Fig. 1a (Fig. S14, S15). More details about the oxida�on and the NMR experiments can be 
found in the suppor�ng informa�on. Finally, we note that the DBCz+· PIA feature is broader than 
previously observed for Cz+·,6 expectedly due to enhanced delocaliza�on of the posi�ve charge. 

Both the VIS and UV picosecond TA spectra are substan�ally different from the spectra of the organic 
ammonium iodide salt DBCzI (also ploted in Fig. 3b), confirming our assignment of the observed PIA 
signals to DBCz+· generated by charge transfer with the inorganic framework rather than DBCz* 
generated directly via energy transfer. 

While no rise can be resolved in the PIA signal following 490-nm excita�on—indica�ng the inorganic-
to-organic hole transfer process is ultrafast (<200 fs)—a small rise component of ~7 ps in the PbI GSB 
and ~0.7 ps in the DBCz+· PIA is observed upon 400-nm excita�on (Fig. S16), sugges�ng a slower organic-
to-inorganic electron transfer29, 57 from the small frac�on of excited DBCz molecules (Fig. S12). The 
discrepancy between the GSB and PIA rise �mes may par�ally reflect hot carrier cooling, although the 
~7 ps �mescale is notably long compared to typical lead halide perovskites, sugges�ng a possible hot 
phonon botleneck.58 In this case, the rise kine�cs in both the GSB and PIA features could reflect 
delayed hole transfer from photoexcited PbI* to DBCz, mediated by retarded hot carrier cooling.  

The DBCz-localized hole polarons (DBCz+·) and PbI-localized electrons formed through charge transfer 
have almost fully decayed a�er 7 ns (Fig. 3c). Their overlapping normalized kine�cs indicate that their 
decay mechanisms are coupled. Together with the absence of any PL (Fig. 1d), we conclude that these 
electron and hole polarons recombine non-radia�vely on a few ns �mescale. The absence of any 
fluence dependence further suggests that geminate recombina�on of a bound charge transfer state 
dominates the decay (Fig. S17). 



 

 

Figure 3. (a) S�tched UV and VIS transient absorp�on (TA) maps of a (DBCz)2PbI4 thin film photoexcited 
at 490 nm. A small spectral gap around 480—485 nm appears where the noise floor for both probes is 
rela�vely high. Note that the pump scater at 490 nm overlaps with the PbI ground state bleach. (b) 
S�tched UV and VIS TA spectra. The DBCzI salt TA spectrum at 1 ps, photoexcited at 350 nm, is shown 
in grey. The inset shows zoomed-in spectra between 525 and 880 nm. The DBCz hole polaron spectrum, 
measured in solu�on (Fig. S13), is overlaid in black. (c) Normalized kine�cs probed at 380 nm and 490 
nm, represen�ng DBCz and PbI decay, respec�vely. The kine�cs are ploted for an excita�on wavelength 
of 350 nm to remove the pump scater contribu�on. 

The TA maps, spectra and kine�cs are shown in Fig. 4 for DBCzPbI3. Contrary to the case of (DBCz)2PbI4, 
selec�ve excita�on of either the PbI subla�ce or DBCz is not possible for DBCzPbI3, as the absorp�on 
spectra of the inorganic and organic components overlap significantly (Fig. 1d). Hence, in the following, 
we are inves�ga�ng the combined carrier dynamics of PbI* and DBCz* in DBCzPbI3. Consistent with the 
0.65 eV blueshi� of the excitonic peak in the absorp�on spectrum as compared to the 2D HOIP, the 
GSB of DBCzPbI3 appears at 390 nm, again sandwiched between two typical PIA features (Fig. 4a and 
4b). The PbI GSB obscures the DBCz GSB, but a no�ceable spectral evolu�on indicates two overlapping 
features in the 380–400nm region. A similar broad PIA in the VIS spectral region (500–850 nm) is 
observed as in (DBCz)2PbI4 (Fig. 3b), again revealing the forma�on of DBCz+·. While in the spectra of the 
2D HOIP, the perovskite PIA par�ally overlaps with the DBCz+· PIA, the full DBCz-related PIA is clearly 



resolved for DBCzPbI3 (Fig. 4b), demonstra�ng an even closer resemblance to the propyl-DBCz hole 
polaron observed in solu�on (overlaid in Fig. 4b). 

Although the appearance of such a sharp PIA peak at 550 nm in the early-�me spectra could have been 
present for the 2D HOIP as well, obscured by the other spectral features, it might also indicate the 
forma�on of a more localized DBCz+· hole polaron for the edge-sharing phase, which would agree with 
the more isolated DBCz molecules in DBCzPbI3 compared to what is expected for the organic ca�on 
inside of a typical bilayer in a 2D HOIP such as (DBCz)2PbI4 (Fig. 1c). The pronounced localiza�on of the 
hole on the 5-posi�on (Fig. 1a) agrees with the large orbital density coefficients of the HOMO bands at 
this posi�on (Fig. 2). We again rule out DBCz singlet related PIA features, as the DBCzI spectra are 
markedly different. Hence, both PbI* to DBCz hole transfer and DBCz* to PbI electron transfer are on 
an ultrafast (<200 fs) �mescale.  

The decay behavior of the ultrafast generated DBCz+· species in DBCzPbI3 is considerably different from 
that in (DBCz)2PbI4. From the UV TA maps in Fig. 4a and kine�cs in Fig. 4c, a ~1–2 ns growth of a sharp 
410 nm PIA can be seen. Although this feature overlaps with the typical perovskite PIA feature that 
appears next to the GSB signal at 390 nm, this growth does not represent a repopula�on of carriers in 
the PbI states, as this would be associated with a rise in the GSB as well. Instead, we atribute this 
growth at 410 nm to a charge-transfer mediated forma�on of triplet states in DBCz.59-62 Importantly, 
the 410 nm PIA agrees with the T1 PIA previously observed for carbazole.63 For DBCzI, no comparable 
growth of such a feature is observed (Fig. S18), consistent with the excited DBCz* species decaying 
predominantly via fluorescence rather than phosphorescence (Fig. 1d). This difference confirms that 
triplet forma�on proceeds via charge-transfer-mediated processes involving the inorganic framework. 
Nevertheless, the presence of a weak red shoulder in DBCzI suggests that a minor popula�on decays 
via phosphorescence (Fig. 1d). This is confirmed by �me-resolved PL measurements, which reveal a 
weak broad red-emi�ng species (500–700 nm) with a slower decay than the singlet fluorescence at 
440 nm (Fig. S19). The spectral overlap with the reported phosphorescence spectrum of a DBCz 
isomer64 supports its assignment to phosphorescence, although our measured spectrum is 
considerably broadened compared to the literature spectrum, which was recorded at cryogenic 
temperatures.  

Consistent with the observa�on of triplets in DBCzPbI3 from TA spectroscopy, the PL spectrum of  
DBCzPbI3 also shows the phosphorescence band observed in DBCzI (Fig. 1d), indica�ng that a frac�on 
of the triplet popula�on decays radia�vely. However, the strongly redshi�ed emission suggests the 
contribu�on of triplet excimer forma�on. This assignment is supported by the observed PL decay on a 
~50 ns �mescale—significantly longer than the typical radia�ve life�mes of Wannier excitons in 2D 
perovskites—and by its accelera�on under oxygen-rich condi�ons, consistent with triplet quenching 
(Fig. S20). Notably, this decay is much shorter than the reported triplet life�mes of isolated carbazole63 
and a dibenzocarbazole deriva�ve.64 Similarly short triplet life�mes have been observed for other 
chromophores embedded in perovskite la�ces,20, 59, 65 which may arise from the strong spin–orbit 
coupling of Pb and I atoms. In addi�on, the specific molecular stacking within the layered structure 
may facilitate triplet excimer forma�on.20, 66 Note that under cryogenic condi�ons,17, 67 the triplet 
life�mes within the perovskite la�ce may be significantly longer. 

On the same �mescale as the 410 nm PIA rise, a broad posi�ve ∆T/T feature appears between 550–
700 nm (Fig. 4b), which becomes more evident at higher excita�on fluence (Fig. S21). This feature 
spectrally overlaps with the phosphorescence band observed in steady-state and �me-resolved PL and 
can therefore be assigned to triplet-related s�mulated emission. The broad featureless shape could 
indicate bleaching from defect states, although no ground-state absorp�on is observed in this spectral 
region (Fig. 1d). Addi�onal photothermal deflec�on spectroscopy measurements confirm that ground-



state absorp�on does not occur within the relevant wavelength range. (Fig. S22). Instead, the 
broadening may arise from the chemical broadening associated with triplet excimer forma�on. The 
calculated distance between two DBCz molecules is ±3.6 Å, which is remarkably similar to the 
intermolecular distance of the organic molecules in a pyrene-based 2D HOIP in which the same 
phenomenon has been observed.20  Similarly, the observed PL is more consistent with triplet emission 
rather than defect-related emission, as evidenced by its accelerated decay under oxygen-rich 
condi�ons. The sharper lineshape of triplet PIA compared to the emission can be atributed to 
overlapping bleach contribu�ons from both DBCz and the PbI framework, and poten�ally also to 
differences in vibronic broadening between the T1  Tn and T1  S0 transi�ons.   

Finally, a more pronounced fluence dependence (Fig. S23) in the decay curves of DBCzPbI3 compared 
to (DBCz)2PbI4 indicates a charge separated state as the intermediate state for DBCzPbI3 rather than a 
bound charge transfer state. This is consistent with the non-exponen�al rise kine�cs of the 410 nm PIA 
(Fig. 4c). Alterna�vely, this fluence dependence could be an indica�on for triplet-triplet annihila�on.68  

In addi�on to the fluence dependence, the close match between the PIA band of DBCzPbI3 and the 
oxidized DBCz spectrum supports the assignment to a hole polaron localized on DBCz. By contrast, the 
dis�nct photoinduced absorp�on spectrum observed in (DBCz)2PbI4 suggests that the electron–hole 
pair formed a�er charge transfer is weakly bound, leading to a slight perturba�on of the DBCz 
transi�ons (although we note that addi�onal factors could also contribute, vide supra).  

 

 



 

Figure 4. (a) S�tched UV and VIS transient absorp�on (TA) maps of a DBCzPbI3 thin film photoexcited 
at 350 nm. A small spectral gap around 480—485 nm appears where the noise floor for both probes is 
rela�vely high. (b) S�tched UV and VIS TA spectra. The inset shows the zoomed-in VIS spectra (500–
880 nm). The DBCz hole polaron spectrum, measured in solu�on (Fig. S13), is overlaid in black. (c) 
Kine�cs probed at 370 nm and 410 nm with photoexcita�on at 350 nm. 

We present a schema�c summary of the excited-state dynamics for both (DBCz)2PbI4 and DBCzPbI3 in 
Fig. 5. Whereas energy transfer of the PbI excitons to the singlet manifold of DBCz is energe�cally non-
spontaneous (Table S3), there is a strong driving force for hole transfer to DBCz. Due to different rela�ve 
energies of the photoinduced intermediate states in the 2D HOIP and the edge-sharing phases, charge-
transfer-mediated DBCz triplet forma�on only occurs significantly in DBCzPbI3. 



  

Fig. 5. Schema�c state diagram and charge transfer (CT) dynamics in both (DBCz)2PbI4 and DBCzPbI3. 
CT energy in (DBCz)2PbI4 is approximated from PbI* 1s - (VB,lit.69 - HOMO-DBCz,CV) = 2.48 - (5.8-5.6) = 
2.28 eV. CT energy in DBCzPbI3 is approximated from the literature VBM value of 5.8 eV and CV-
measured DBCz-HOMO of 5.6 eV for the 2D phase and from CBM,DFT - HOMO,DFT = 2.84 eV. Note that 
these CT energies do not account for exciton delocaliza�on, or dielectric screening, which may 
significantly alter the effec�ve CT energy. The DBCz triplet values are also calculated from DFT (Table 
S3). PbI exciton energies are taken from experimental absorp�on spectra. 

Coherent phonons in DBCzPbI3 

Picosecond oscilla�ons, arising from impulsively excited coherent phonons, are visible in the UV-Vis 
transient absorp�on kine�cs (Fig. 4c) and map (Fig. 4a) of DBCzPbI3. For clarity, these features are 
reploted in Fig. 6a, showing the first 5 ps. To obtain the pure phonon coherences, the electronic decay 
component is first fited and subtracted (Fig. 6b). Then, we apply a fast Fourier transforma�on (FFT) to 
obtain the corresponding resonant Raman spectrum, revealing an intense signal at 19 cm-1 (Fig. 6c). 
Faster oscilla�ons with periods <400 fs are observed in the first ps in the 365–375 nm and 410–420 nm 
spectral regions, which cannot be accurately quan�fied in the present experiment (see SI Methods).  

The spectral dependence of the 19 cm-1 mode FFT amplitude reveals two maxima, sandwiching a node 
centred at ~385 nm (Fig. 6d), 14 nm (0.11 eV) bluer than the excitonic resonance maximum of DBCzPbI3. 
Generally, coherently excited phonons modulate the excitonic transi�ons via the Franck–Condon 
principle involving the displacement of the excited-state surface with respect to the ground-state 
surface (i.e. Huang–Rhys factor), characterized by a node at the centre of the absorp�on maximum of 
that coupled exciton.70-72 In contrast, we observe a maximum FFT amplitude at the excitonic resonance, 
while the node appears closer to the second excitonic transi�on at 381 nm, corresponding to the first 
excited state of the DBCz molecule. This observa�on could lead one to suspect that the 19 cm-1 mode 
is an organic mode coupled to the organic exciton. However, it is unlikely that the edge-sharing PbI3

– 
environment alone is the reason that organic phonon coherences appear in DBCzPbI3 but are 
completely absent for DBCzI and (DBCz)2PbI4 (Fig. S24). Furthermore, the rest of the FFT profile is not 
consistent with such an assignment (Fig. S25). In par�cular, the strong amplitude at 400 nm—far from 
the organic exciton—can not be explained with a Franck-Condon modulated organic phonon. Even 
though a s�mulated emission signal appears at 400 nm, the expected similar oscillator strength to the 
bleach transi�on can not account for the observed asymmetric FFT profile.  

Instead, we assign the 19 cm-1 mode to a PbI3
– phonon which modulates the PbI3

– excitonic resonance 
via Herzberg-Teller coupling. Such a ‘’non-Condon’’ coupling can brighten symmetry-forbidden 
transi�ons and results in amplitude rather than frequency modula�on of the excitonic transi�ons.73-77  



As the transi�on dipole moment is linearly dependent on the phonon coordinate, the spectral 
dependence of the FFT amplitude should coincide with the absorp�on spectrum. However, because 
the absorp�on spectrum of DBCzPbI3 consists of both inorganic and organic transi�ons, and the PbI3

– 

phonon is expected to couple most strongly to the inorganic transi�ons, we also ploted the FFT profile 
with the difference absorp�on spectra between DBCzPbI3 and DBCzI to obtain an ar�ficial inorganic 
absorp�on spectrum (Fig. S25). Consistent with a Herzberg–Teller coupled PbI3

– mode, the phonon 
oscilla�ons are in-phase across the absorp�on spectrum (Fig. 6b), resul�ng in a non-zero FFT value for 
the averaged phonon coherences (Fig. 6c). 

 

 

Fig. 6. (a) UV TA map of a DBCzPbI3 thin film photoexcited at 350 nm, zoomed in at the first 5 ps. (b) 
Electronic-decay free pure phonon coherences of transients between 360 and 415 nm integrated in 
steps of 5 nm. The traces between 380 and 390 nm are excluded from the plot as well as the fi�ng. 
The averaged kine�c trace is shown in red. (c) Fast Fourier transform (FFT) of 395-400nm and averaged 
traces. FFT peaks are obtained at 19 cm-1 and 3 cm-1. Note that the later is an artefact from the FFT, as 
it corresponds to a period of 11 ps, well beyond the integrated �me window. (d) Spectrally-dependent 
FFT amplitude and extrapolated phase, ploted together with the absorp�on spectrum. A 0.5π phase 
was added to extrapolated phases from fi�ng equa�on 1, such that they are in cosine form. (e) Phonon 
coherence transient and fit with parameters 𝐴𝐴=0.22, 𝜏𝜏 =2.8 ps, 𝜐𝜐�=19 cm-1, 𝜙𝜙 =0.4 𝜋𝜋. The extrapola�on 
to t0 reveals that the oscilla�on is well described by a damped cosine. The “total” kine�c trace of 390-
400 nm is ploted as well in blue to show the t0 region (indicated with the grey box).  

To quan�fy the phase of the phonon coherences, we fit the oscillatory traces to an exponen�ally 
damped sinusoid func�on (390-400 nm trace is shown as an example in Fig. 6e), represen�ng a single 
harmonic oscillator with frequency 𝜔𝜔, amplitude 𝐴𝐴 that decays with a decoherence �me 𝜏𝜏 through 



various scatering mechanisms, including phonon-phonon, defect-phonon scatering and carrier-
phonon:  

𝑔𝑔(𝑡𝑡) = 𝐴𝐴𝑒𝑒−𝑡𝑡/𝜏𝜏 sin(2𝜋𝜋 ∙ 𝜔𝜔𝜔𝜔 +  𝜙𝜙)          1 
 
From this fit, we obtain a decoherence �me of 2.8 ps and a frequency of 19 cm-1, consistent with the 
above FFT analysis. Upon extrapola�on of the fited transient to t = 0 ps we find that it follows a cosine 
func�on, rather than a sine func�on (black line in Fig. 6e). The constant spectral phase across the PbI3

– 

excitonic resonance supports the Herzberg-Teller coupling mechanism (Fig. 6d). In contrast, frequency 
modulated excited-state phonon wavepackets are typically associated with a π-phase jump around the 
excitonic resonance, in addi�on to the node.70-72 Even though frequency modulated ground-state 
phonon wavepackets also do not show this π-phase jump, these should show a symmetric amplitude 
profile, whereas we observe a strongly asymmetric amplitude profile.  

In addi�on to the type of phonon coherence modula�on, the phase analysis may elucidate the 
generation mechanism of coherence. Based on the cosine func�onal form, we can conclude that the 
coherent phonon was either excited via the displacive excita�on of coherent phonons (DECP) 
mechanism or through the resonant impulsive s�mulated Raman scatering (RISRS) mechanism, 
whereas the off-resonant ISRS mechanism can be excluded.78 We propose that the observed phonon 
wavepackets are generated via RISRS rather than DECP, as Herzberg–Teller coupling does not rely on a 
displaced excited state surface. Finally, the ultrafast charge transfer process itself may induce coherent 
phonons, provided that the rate of charge transfer is faster than the period of the phonon.71, 79 In that 
case, there should be a devia�on from the cosine func�on depending on the �mescale of charge 
transfer, which we can not accurately determine with the limited �me resolu�on of our experiment. 
The charge transfer and accompanying la�ce relaxa�on may underlie the atypical ~ps-�mescale 
blueshi�—rather than the more common redshi�—observed in the TA spectrum (Fig. 6a).  

To further explore the aforemen�oned phonon mode revealed by UV TA kine�cs, we performed DFT-
based la�ce dynamics simula�ons of DBCzPbI3 (Fig. S26 and S27). From our calcula�ons, we iden�fy 
three Raman-ac�ve modes within 1 cm-1 of the experimentally observed 19 cm-1 mode (Fig. 6c). Of 
these, two modes exhibit B1g symmetry, while the third exhibits fully symmetric Ag symmetry. We 
deconvolve these modes into contribu�ons from the organic and inorganic components to inves�gate 
poten�al coupling pathways to electronic excita�ons (Fig. S26). We find that the B1g mode (mode 21) 
with vibra�onal transi�on frequency 18.9 cm-1 is almost en�rely composed of atomic displacement of 
the organic ca�on, and involves negligible mo�on of the inorganic framework. Consistently, the 
computed single par�cle energy difference for the op�cally allowed VBMCBM+1 transi�on does not 
depend on this B1g coordinate, as calculated with the displaced harmonic oscillators model (Fig. S28). 
Hence, this mode is unlikely to be the source of the observed oscilla�ons. On the other hand, the more 
inorganic B1g and A1g modes (23 and 19, respec�vely) cause a stronger varia�on in the band gap. 
However, as the observed phonon coherence is of Herzberg-Teller type, Raman inac�ve modes should 
be considered as well (Fig. S26 and S27). Again, the nearly pure organic phonon mode (mode 22) can 
be excluded. In the case that the coherent phonon genera�on is charge-transfer induced (vide supra), 
the hybrid organic-inorganic B3u mode is expected to be par�cularly ac�ve, as its vibra�onal mo�on 
aligns with the charge transfer coordinate. Lastly, we note that the phonon calcula�ons described here 
were performed on the experimentally determined crystal structure, which includes a disordered alkyl 
chain. Due to this disorder, the vibra�onal analysis revealed imaginary modes en�rely localized on 
these alkyl chains. As these imaginary vibra�onal modes involve no mo�ons other than those of the 
alkyl chains, these imaginary modes are atributed to the intrinsic structural disorder of these groups, 
rather than inaccuracies or limita�ons of the employed theore�cal method.  



Considering that in most perovskite composi�ons—3D,80-86 2D,72, 87-90 and nanocrystals91, 92—coherent 
phonons are severely damped at room temperature owing to the strong anharmonicity and dynamic 
disorder, the observed strong amplitude in DBCzPbI3—up to 50% of the ∆T/T signal—is remarkable. In 
fact, phonon coherences in 2D HOIPs are typically only observed under cryogenic condi�ons to 
sufficiently reduce the phonon-phonon scatering component of the decoherence.72, 87-90 Nonetheless, 
evident room temperature phonon coherences have been observed in Dion-Jacobson 2D perovskites,93 
bismuth-based 1D perovskites94 and 2D lead-based hybrid chalcogenides,95 likely related to enhanced 
la�ce s�ffness and more rigid bonding compared to the typical HOIPs. Although the prominent phonon 
coherences in DBCzPbI3, but fully damped coherences in (DBCz)2PbI4, may be ascribed to reduced 
anharmonicity and therefore longer phonon decoherence �mes for the edge-sharing phase, the large 
amplitude must be related to strong exciton-phonon coupling. In previous reports on 3D and 2D 
perovskites, the observed phonon coherences are usually linked to charge–polaron81, 83 and exciton–
polaron72, 89 forma�on, respec�vely. Due to large carrier delocaliza�on in these systems, the coupling 
to phonons is generally weak, resul�ng in large—rather than small—polaron forma�on. Perovskites 
with a lower structural or electronic dimensionality than 2D, on the other hand, exhibit larger exciton-
phonon coupling, which explains the ubiquitous observa�on of octahedral-distor�on induced self-
trapped exciton emission in these materials.94, 96, 97 Indeed, par�cularly large phonon amplitudes have 
been reported in double perovskites,98 where strong exciton–phonon coupling drives self-trapped 
exciton forma�on. Furthermore, distor�ons of the inorganic framework induced by the choice of 
organic spacer in Dion–Jacobson perovskites have been shown to enhance exciton–phonon coupling, 
manifes�ng as large coherent phonon amplitudes.93 Consequently, we atribute the large amplitude of 
the coherent phonon mode in DBCzPbI3 to its distorted edge-sharing PbI6 octahedra (Fig. 1b), resul�ng 
in exciton localiza�on and therefore strong exciton–phonon coupling. This coupling may be further 
enhanced by ultrafast charge transfer, which induces relaxa�on of the inorganic framework in response 
to changes in the exciton wavefunc�on. Further in-depth inves�ga�on of exciton–phonon coupling in 
DBCzPbI3 is outside the scope of this communica�on and can be the subject of future work. 

Conclusions 

In this study, we show that via incorpora�on of the electroac�ve organic spacer, dibenzocarbazole 
(DBCz), two dis�nct low-dimensional hybrid metal halides can be obtained as thin films: a regular 2D 
HOIP ((DBCz)2PbI4) and a perovskite analogue with a 2D lead iodide framework (DBCzPbI3). The crystal 
structure resolu�on of DBCzPbI3 uncovers a layered metal halide framework with an edge-sharing 
octahedral mo�f, which has not been reported in the literature up un�l now. We found that by adjus�ng 
the stoichiometry of the precursor solu�on and by using a mixed thermal/solvent vapor annealing 
approach, phase-pure films of both phases could be obtained. 

TA spectroscopy and DFT calcula�ons have revealed how the octahedral connec�vity controls the 
electronic structure and op�cal proper�es of these materials. Although the energy level alignment 
enables ultrafast photoinduced hole transfer from the inorganic to the organic layer in both phases, 
only in the edge-sharing phase is this charge transfer step followed by triplet forma�on, which is 
energe�cally not allowed for the 2D HOIP. In addi�on, the distorted edge-sharing octahedral 
framework in DBCzPbI3 promotes strong Herzberg–Teller type exciton–phonon coupling, enabling 
coherent la�ce vibra�ons at room temperature. 
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